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Abstract-Fibrous sepiolite crystals derive much of their commercial value from their moJecular size 
channels and grooves. The crystals fold upon drying and these channeIs and grooves are lost. A 
model for the folding and unfolding of the crystals is presented. Extensive i.r., X-ray and thermogravi
metrie evidenee shows that folding oeeurs when approximately half of the water of hydration, whieh 
is eoordinated to the edge magnesium atoms inside of the ehannels, is removed. This oeeurs near 
175°C under vaeuum and near 300°C in air. When the erystals fold, all remaining water moleeules 
enter a new environment, that of the hexagonal holes of the neighboring silica surface. A true anhydride 
is produeed at about 500°C under vaeuum when the final water is lost, but this final dehydration 
produces no important struetural change. Rehydration of the anhydride to the normal hydrated sepiolite 
does not oeeur at room temperatures in 100% r.h. However, above, 6(fC rehydration does oeeur. 

INTRODUCfION 

SepioJites derive much of their commercial value from 
their molecular sized channels and grooves. The chan
nels are lost when the crystals fold which occurs when 
the temperatures are slightly elevated and water is 
lost from the sepiolite. The conditions necessary for 
folding and the stages and mechanism of this change 
are only partially understood. 

Crystals fold by rotation of the fibers on axes 
through the Si--O-Siedge bonds thatjoin the fiber untts 
along the length of their edges as lllustrated by 
Preisinger (1959). Preisinger describes the folded 
form as sepiolite anhydride and considers that it oc
curs when the zeolitic and coordinated water are lost 
from the channeIs at or before 450°C. The two forms, 
sepiolite and sepiolite anhydride, can be detected by 
their characteristic X-ray spacings with reflections of 
12·2 A for sepiolite and 1004 A for the sepiolite anhy
dride. Fernandez Alvarez (1970) reports the same re
flections at 12·1 A and 10·3 A with an added reflection 
for the anhydride at 8·18 A. Hayashi et al. (1969) and 
Imai et al. (1969) reported that no structural changes 
occur below 250°C but that changes begin when the 
coordinated water is being lost at the higher tempera
ture and that the anhydride structure is finally ob
tained at about 500°C. 

Recently Nagata et al. (1974) have shown that se
piolite folds when only half of its water of coordina
tion has been lost. Based on TG and X-ray data they 
proposed a scheme to explain the changes in sepiolite 
upon heating. 

Crystals will also rehydrate and unfold. Hayashi 
et al. (1969) noted that, after a rehydration treatment, 
sepiohte · heated to 250°C nearly completely returned 
to the diffraction pattern of regular sepiolite. fIow
ever, after 450°C there was only slight return of the 
12·2 A diffraction peak. Fernandez Alvarez (1970), us
ing specific surface measurement, found a similar re
hydration would occur after the low temperature but 
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not after the high temperature treatment. Nagata et 

al. (1974) consider that the folded stage produced at 
half dehydration will rehydrate, but the true anhy
dride does not rehydrate even under hydrothermal 
conditions. 

OUT study is designed to clarify the conditions un
der which sepiolite folds and unfolds and the involve
ment of the water of coordination in the folding. In
terpretation of TGA-DTGA, X-ray powder diffrac~ 

tion patterns and, especially, careful study of the major 
(hanges observable in the i.r. spectra of the struc
tllral OH during the dehydration and folding process 
will be used to explain a folding model. 

METHODS AND MATERIALS 

The Vallecas and Salinelles sepiolites used were de
scribed in previous work (Ahlrichs et al., 1975). 

TG and DTG analysis were run on air dry sampies 
under atmospheric pressure with a heating rate of 
10°Cfmin. Sampies for X-ray powder diffraction 
analysis were prepared in an "L" shaped vacuum cell 
with one leg being a large tube for sampie heating 
during evacuation. The second leg was a Lindemann 
glass capillary with 0·5 mm wall thickness. After eva
cuation and heating a small portion of the sampIe 
powder was shaken into the capillary which was 
sealed and cut by flame without losing the vacuum. 
The diffractograms were then obtained using a 
powder camera (114·7 mm) on a Philips model PW 
1010 instrument with a special collimator to obtain 
reftections at low angles. The lines o n the exposed 
film were converted to a diffractogram with a densit
ometer. 

In the rehydration study, the diffraction patterns 
were of oriented films of sepioIite in the ambient at
mosphere on an automatic goniometer. 

Self-supporting films of sepiolite were used for the 
i.r. studies. Coarse powder was dispersed in water by 
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gentle ultrasofllc treatment, dned on mylar plastic 
and removed from the plastic for study. Films were 
mounted in aluminium film holders and placed in an 
evacuable cell with two side arms; one with NaCl 
windows for viewing the sampIe and the other for 
heating the sampIe. Spectra were run on a Perkin
EImer 225 instrument with an expanded frequency 
scale. Vacuum studies were conducted at 
10- 4 mm Hg. Rehydration was done by placing self
supporting films in a closed chamber over a free water 
surface at several temperatures. 

RESULTS AND DlSCUSSION 

TGA-DTGA 

Typical TGA and DTGA curves for SalinelIes and 
Vallecas sepiolites are represented by the SalinelIes 
curves in Fig. 1 for the temperature range which in
c1udes the crystal folding. The first and major weight 
loss near 110°C is zeolitic water (Preisinger, 1959). 
The weight loss which reaches its maximum near 
330°C is attributed to loss of the first two molecules 
of coordination water, and the weight loss near 
500°C to the last two. Thetotal of the two weight 
losses equals the theoretical amount according to the 
structure of Brauner and Preisinger (1956). The ideal 
predicts that the sampie dried to remove the zeolitic 
water would have 6,25% of the remaining weight due 
to coordination water. Experimental results on five 
sampIes of the Vallecas sepiolite averaged 6-20% and 
on three sampIes of SalinelIes 6'27%. While the 
DTGA peaks at 330°C and at 500°C are very different 
in shape, the amount of water lost at the two tem
peratures is only slightly different. The Vallecas aVer
aged 3'25% loss under the first peak and 2'95% under 
the second. The SalinelIes losses were 3·60 and 2'67% 
respectively. 

The greater water loss always occurred in the first 
peak (330°C). As we will see later, this probably signi
fies that in this peak all coordinated water on the 
external edges as well as half of that on internal edges 
has been lost. The difference between the Vallecas and 
SalinelIes sepiolite is in agreement with this because 
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Fig. 1. TG and DTG analysis of the Joss of zeolitic and 
coordination water from SalinelIes sepiolite. 

the Salinelles is less crystalline and thus would have 
more exterior edges. Therefore, it would lose a higher 
percentage of its coordinated water in the first peak. 

The significant difference between the two peaks 
is their shape. The 330°C peak is narrow and intense 
while the 500°C peak is very broad. This suggests 
that the crystal folds after the removal of the first 
water of coordination at each edge Mg, after this the 
second water of coordination is in a very different 
environment in collapsed channels from which it is 
removed only at higher temperatures and it en
counters diffusion problems which retard its escape 
from the crystal. Close examination of other works 
(Fernandez Alvarez, 1970; Hayashi et al., 1969; Imai 
et al., 1969; Nagata et al., 1974) shows a similar 
characteristic in DTGA-TGA and DTA curves. 

The two temperatures of 330 and 500°C are higher 
for the respective water losses than subsequent data 
in this study will show because the system is a dyna
mic one being heated at lOoCjmin rather than being 
an equilibrium system and because it is not under 
vacuum. Figure 1 shows that the losses actually begin 
about 100°C before the peak temperatures, thus the 
temperatures reported for these phenomena are very 
dependent on the experimental conditions. Sema 
(1973) gives thermogravimetrie curves obtained under 
vacuum for Vallecas sepiolite which show much loss 
of coordinated water starting near 100°C and accom
plishing the loss of 61'3% of it by 200°C. His i.r. spec
tra show that the area under the water deformation 
band (near 1600cm- 1

) has attained a 59'1% reduction 
by 200°C. This again indicates that under vacuum, 
more than two of the four coordinated waters per 
half-cell are gone by 200°C. 
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Fig. 2. X-ray powder diffraction patterns of sepiolite under 
vacuum. (a) At 25°C, 4 hr; (b) 200° C, 4 hr; (cl 530°C, 

6 hr. 
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Fig. 3. End view of the right-hand edge of a model sepiolite fiber. (a) water-SiOH bond (b) water
oxygen bond. 

X-ray investigation 

The X-ray powder diffraction patterns of the heated 
sampIes under vacuum (10- 4 mm Hg) are shown in 
Fig. 2. The reflections of natural sepiolites at room 
temperature (Fig. 2a), were generallysharp and strong 
and the position ofeach reflection is in agreement 
with previous work (Caillere and Henin, 1961; Nagata 
et al. , 1974). ' In the diffraction patterns at 200°C 
under vacuum(Fig. 2b), reflections at Ifr4A and g'2A 
indicate that a new crystalline phase has appeared. 
Similar results ha ve been shown by Nagata et al. 
(1974) at atmospheric pressure and 300°C. Probably, 
both conditions (3000 in the atmosphere, or 200°C 
with vacuum) produce similar water loss and it is 
the removal of part of the coordinated water which 
produces the folding of the structure. 

When the sam pIe is heated to 530°C under vacuum 
true sepiolite anhydride forms, but the X-ray powder 
diffraction patterns (Fig. 2c) indicate that no ad
ditional structural changes occur with the loss of this 
last water of coordination. 

A model 

If sepiolites fold upon loss of approximately half 
of the waters of coordination, then the normal form 
without its zeolitic watet, can be represented by Fig. 
3 and the folded form by Flg. 4. In each figure the 
right side represents the crystal edge and the left side 
the interior of the crystal. In Fig. 3 the hydrogen 
bridges at points b from the waters of coordination 
to the oxygen of the neighboring silica surfaces stab i
lize the normal sepiolite structure. However, at the 
crystal edges similar waters of coordination have no 
neighboring oxygen surface with which to interact. 
Therefore they should interacl. with the edge SiOH 

groups (Ahlrichs et al., 1975) as depicted by the bridg
ing labeIed a. 

In Fig. 4, the loss of one water of coordination 
at each site eIirhinates the bridge effect of the two 
waters and permits the crystal to fold. In the absence 
of onewater of coordination that particular coordina
tion site on the octahedral magnesium can be satisfied 
by the oxygen of the neighboring silica surface as 
shown by bond g. The folding brings the remaining 
water molecule, d into a position above and partially 

Fig. 4. End view of the right-hand edge of a model sepia
lite crystal which folded after losing approximately half 
of its water of coordination. (a) dehydrated Mg; (b) unper
turbed .OH of Si ; (cl OH of Si perturbed by bond to sur
face oxygeri; (d) remaining internal water ; (e) perturbed 
octahedral OH; (f) 'unperiurbed octahedral QH ; (g) Mg 

to oxygen bond. 

https://doi.org/10.1346/CCMN.1975.0230607 Published online by Cambridge University Press

https://doi.org/10.1346/CCMN.1975.0230607


Folding in sepiolite crystals 455 

into the hexagonal hole of the neighboring silica sur
face. The strong orientation of the water molecule 
by the magnesium ion would lead to the anticipation 
that the hydrogen ends of the water molecule would 
perturb the OH of the crystal, labeled e, to a higher 
frequency by a hydrogen-hydrogen repulsion. In con
trast it should have little effect on OH f unless there 
is a small secondary inductive effect producing a 
lower frequency. 

On the crystal edge in Fig. 4 we see both SiOH 
are now Iiberated from water bonds, since probably 
no water exists on the edge Mg, a, after the first stage 
of loss of coordinated water. Thus both SiOH band 
c should vibrate at higher frequencies. However, 
SiOH c does approach the neighboring oxygen surface 
upon folding and therefore should form some hydro
gen bond with the indicated oxygen atom. 

lf this model is correct, it will be difficult for the 
last part of the water of coordination to leave the 
crystal because of its entrapment. As explained pre
viously, this view is supported by the thermogravi
metrie data. 

Folded sepiolite with trapped water will be very 
similar in structural form to sepiolite anhydride. Thus 
the X-ray powder diffraction changes expected in go
ing from the folded sepiolite of Fig. 4 to the true 
sepiolite anhydride may be very srnall and possibly 
difficult to detect. Our data, Fig. 2(b),(c) show Ettle 
X-ray powder diffraction difference. This could ex
plain the common assumption (Imai et al., 1969) that 
sepiolite anhydride begins forming at about 200 or 
300°C in air. In reality the lrue anhydride is not at
tained until higher temperatures. 

I.r. analysis offersmuch opportunity to study these 
phenomena. The (MghOH produces an intense OH 
band near 3680 cm -1 and Ahlrichs et al. (1975) have 

(al 

shown the SiOH band to be sufficiently strong to 
be readily observable at 3718cm- 1

. 

1.1'. observation 

(1) SiOH shifts (low temperature). Figure 5(a) shows 
that upon heating both the 3718 cm- 1 band for SiOH 
and the 3680 cm -1 band of (MghOH become doub
lets at new frequencies which is as the model pre
dicted. The 3718 cm- 1 SiOH band, according 10 the 
model, is the perturbed low frequency state of the 
SiOH in the normal structure when the two waters 
of coorciination are present to perturb it. The new 
highest frequency band at 3738 cm - 1 is the liberated 
SiOH b of Fig. 4. The normal frequency for hydroxyl 
in an unperturbed state as seen in dehydrated silica 
gels (McDonald, 1958) is near 3740 or 3750cm -1 sup
porting this assignment of the 3738 cm - 1 band to the 
liberated SiOH. The 3726 cm - 1 band is the slightly 
lower weakly hydrogen bonded SiOH, c in Fig. 4. 

The SiOH shift occurs at quite low lemperatures 
in vacuum and they are weil initiated by 100 and 
completed by 125°C. It is suggested that at these low 
temperatures water is already leaving the crystal 
edges, liberating the SiOH, and the edges are begin
ning 10 fold. 

(2) (MghOH shifts (low temperature). The (Mg)30H 
band at 3680 cm -1 begins to shift at 125°C. By 175°C 
it has completed its shift to two bands of equal inten
sity but at new frequencies. The major shift is to 
3692 cm - 1 and fits the model prediction, Fig. 4, for 
theeffect of water d on hydroxyl e. The other band 
has shown only a slight shift to 3674 cm -1 , a lower 
frequency . If any secondary inductive effect existed, 
it should be in this direction representing hydroxyl 
fof Fig. 4. 
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Fig. 5. I.r. spectra of the hydroxyl stretching region öf SalinelIes sepiolite from (a) 25-17SoC; (b) 175-
530°C; (c) 53(}-780°C. 
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The nearly equal intensity of the two new (MghOH 
bands could be predicted because each fiber unit is 
approximately twice as long as it is wide and there 
are only half of the (MghOH groups to be affected 
directly by the water molecule as the crystal folds. 

(3) Loss of the second water of coordination. Be
tween 175 and 4000 e very liUle spectral change is 
observed. However, at 4500 e (Fig. 5b), the last water 
of coordination rapidly is leaving the crystal and the 
3692 cm -1 band, thought to arise from the perturba
tion of one (MghOH by the water, begins to disap
pear. It is completely gone by 530De under vacuum 
when the last water (see 3600 cm - 1) has disappeared. 
This is the true sepiolite anhydride and only the ori
ginal or nearly original frequency of the (MghOH 
exists. Additional evidence for this mechanism is the 
apparent increase in intensity of the 3680 to 
3674 cm -1 band as the 3692 cm -1 band disappears. 
It appears that the 3692 cm - 1 band is not diminishing 
due to loss of OH but rather to areturn to the orig
inal frequency, now that the perturbing water mole
cules are gone. 

The two SiOH bands fiuctuate in intensity, but are 
basically unaffected by the loss of the second water 
of hydration. This observation suggests that the water 
coordinated to Mg on the exterior edges of the crystal 
has already disappeared totally by the time of the 
folding. Thus the model shows no external water on 
the folded sepiolite, which is in contrast to the scheme 
of Nagata et al. (1974). This view is supported by 
the fact that more than half of the water of coordina
tion was lost in the first stage of the TGA when the 
crystal folded. Also, the model of Nagata et al. (1974) 
would require an additional peak on the DTGA be
cause water still exists in two different environments 
in his folded, step II crystal. Additionally, at the fold
ing temperature the OH stretching region shows 
sharp water OH bands at 3590 and 3530 cm -1 repre
senting the asymmetric and symmetric vibrations of 
water in only one environment (Prost, 1973). Thus 
water on the edges appears to be absent because it 
would be in a very different environment and would 
produce new or broader stretching frequencies. 

(4) Loss of the octahedral OH. Finally, in the last 
stages of dehydration, Fig. 5(c), the octahedral hy
droxyls react and gradually disappear as water by 
780ce leaving no octahedral OH and only the edge 
SiOH at its 3746 cm - 1 frequency, typical of silica gels 
heated to similar high temperatures in vacuum. How
ever part of the SiOH, absorbing at 3724 cm -1, is 
lost by this temperature, probably because of associ
ation with adjacent surfaces (c in Fig. 4). This rnay 
explain why we and other workers (Nagata et al., 
1974; Rautureau and eaillere, 1974) find a weight loss 
slightly higher than the theoretical amount according 
to the structure of Brauner and Preisinger (1956). 

The i.r.-dehydration data support the theory of 
crystal folding with the first stage occurring on loss 
of over half of the coordination water near 175°e, 
but with the anhydride not formed until 5300 e under 

vacuum. Steric observations would predict a major 
change in structure at 175°e in vacuum, but little 
if any added crystal folding when the anhydride is 
formed at 5300 e Nearly total dehydroxylation and 
sepiolite anhydride destruction take place by 780oe. 

Rehydration of sepiolite. The literature on rehyd
ration of sepiolite is confusing because in the past 
there was no differentation between folded sepiolite 
with water and the true sepiolite anhydride. The 
model (Fig. 4), shows that the folded sepioHte with en
trapped water rehydrates easily because the entrapped 
water and the crystal OH have a hydrogen-hydrogen 
repulsion as found by the i.r. studies. Our experimen
tal results confirm the easy rehydration at room tem
perature with normal r.h. which agrees with Fernan
dez Alvarez (1970) and Nagata et al. (1974). 

When the anhydride is formed, however, the edge 
magnesium completes its coordination with the two 
nearest oxygens of the neighboring silica surface 
which has been brought into elose proximity by the 
folding. This bonding resists rehydration. In addition 
the SiOH (c in Fig. 4) also has a greater interaction 
with its neighboring surface oxygen in the anhydride. 
This was observed as a small displacement of the 
3726 cm - 1 band of the folded sepiolite to a slightly 
lower frequency in the sepiolite anhydride. Our exper
imental results show the anhydride does not rehyd
rate at room temperature and 100% r.h. even in three 
months. The model suggests that extra energy input 
might enable rehydration to occur. We found that 
at 60°C and 100% r.h. the rehydration occurred 
slowly over several weeks and at 1000 e and 100";'; 
r.h. it was complete in 21 hr. The starting material 
was completely anhydride, as shown by i.r. analysis, 
with no OH stretching or deformation modes of 
water present. The X-my powder diffraction patterns 
in Fig. 6 show the rehydration with time. Pattern (a) 
is the dry sepiolite anhydride, (b) is after 7 hr at 1000 e 
and 100% r.h. and shows partial rehydration and (c) 
is after 21 hr showing complete rehydration to normal 
sepiolite. Preisinger (1963) reports that sepiolite will 

28, Ka-Cu 

Fig. 6. X-ray powder diffraction patterns of sepiolite anhy
dride as it alters to sepiohte upon rehydration (a) for 1/4 
hr in laboratory air; (b) 7 and; (c) 21 hr in 100% r.h. 

at 100° C. 
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rehydrate but does not define the conditions. How
ever, Nagata et al. (1974) did not find the rehydration 
even under hydrothermal conditions in a sampie de
hydrated at 600°C in the atmosphere. Their hydro
thermal conditions are not reported, but their work 
would appear to be in conflict with our observations. 

REFERENCES 

1. Ahlrichs, 1. L., Serna, C. and Serratosa, 1. M. (1975) 
Structural hydroxyls in sepiolites. Clays and Clay 
Minerals 23, 119-124. 

2. Brauner, K. and Preisinger, A. (1956) Struktur und 
Entstehung des Sepioliths: Tschermaks min. petr. mitt. 
6. 120-140. 

3. Caillere, S. and Henin, S. (1961) The X-ray ldentifica
tion and Crystal Structures of Clay Minerals (Edited 
by Brown, G.). 2nd Edition, Chap. VIII, Mineralogical 
Society, London. 

4. Fernandez Alvarez, T. (1970) Superficie especifica y es
tructura de poro de la sepiolita calentada a diferentes 
temperaturas. Proc. Reunion Hispano-Belga de Mine
rales de la Archilla, Madrid, pp. 202-209. 

5. Hayashi, H., Otsuka, R. and Imai, N. (1969) 1.r. study 
of sepiolite and palygorskite on heating. Am. Mineral. 
53. 1613-1624. 

6. Imai, N., Otsuka, R., Hayashi, H. and Kashide, H. 
(1969) Dehydration of palygorskite and sepiolite from 
the Kuzuu district, Tochigi Prefecture, Central Japan. 
Proc. Int. Clay Conf, Tokyo, pp. 99-108. 

7. McDonald, R. S. (1958) Surface funtionality of amor
phous silica by i.r. spectroscopy. J. Phys. Chem. 62. 
1168-1178. 

8. Nagata, M., Shimoda, S. and Sudo, T. (1974) On de
hydration of bound water of sepiolite. Clays and Clay 
Minerals 22. 285--293. 

9. Preisinger, A. (1959) X-ray study of the structure of 
sepiolite. Clays and Clay Minerals 6. 61-67. 

10. Preisinger, A. 1963. Sepiolite and related compounds: 
its stability and application. Clays and Clay Minerals 
10. 365-371. 

11. Prost, R. (1973) Spectre i.r. de l'eau presente dans l'at
tapulgite et la sepiolite. Bull. Grpe. Fr. Argiles 25. 
53-56. 

12. Rautureau, M. and Ca illere, S. (1974) Interpretation 
des courbes thermiques en fonction des donnees struc
turales de la sepiolite. c.r. Aead. Sei. Paris, Serie D, 
278. 1661-1664. 

13. Serna, C. (1973) Doctoral thesis, University of Madrid, 
Spain. 

https://doi.org/10.1346/CCMN.1975.0230607 Published online by Cambridge University Press

https://doi.org/10.1346/CCMN.1975.0230607

